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THz spectroscopy in the pseudo-Kagome system Cu3Bi(SeO3)2O2Br
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Terahertz (THz) transmission spectra have been measured as function of temperature and mag-
netic field on single crystals of Cu3Bi(SeO3)2O2Br. In the time-domain THz spectra without
magnetic field, two resonance absorptions are observed below the magnetic ordering temperature
TN ∼ 27.4 K. The corresponding resonance frequencies increase with decreasing temperature and
reach energies of 1.28 and 1.23 meV at 3.5 K. Multi-frequency electron spin resonance transmission
spectra as a function of applied magnetic field show the field dependence of four magnetic reso-
nance modes, which can be modeled as a ferromagnetic resonance including demagnetization and
anisotropy effects.

PACS numbers: 76.50.+g,78.30.-j,75.10.Hk

I. INTRODUCTION

Systems composed of S=1/2 spins on a two-
dimensional Kagome lattice can be strongly frustrated
due to competing exchange interactions, which may
lead to interesting ground states and exotic low-energy
excitations.1 Cu3Bi(SeO3)2O2X (X = Cl, Br) is such a
system that is composed of Cu2+ ions on slightly buckled
Kagome layers with weak inter-layer coupling.2 This sys-
tem also has an interesting noncollinear magnetic struc-
ture as the non-nearest-neighbor exchange paths medi-
ated by the lone-pair ions Bi3+ and Se4+ could be more
efficient than the nearest-neighbor one.3,4

Cu3Bi(SeO3)2O2X crystallizes in an orthorhombic
symmetry with space group Pmmn.5 The unit-cell pa-
rameters of Cu3Bi(SeO3)2O2Br are a = 6.390 Å, b =
9.694 Å, and c = 7.287 Å.2 The structure is character-
ized by two types of Cu ions, Cu1 and Cu2, with the site
symmetries −1 andmm2, respectively. These Cu ions are
surrounded by four oxygen ions forming two types of pla-
nar building blocks. Every block shares one corner with
each of the two neighboring blocks.4 Neutron-diffraction
experiments and magnetic susceptibility measurements
have revealed a magnetic ordering transition from a para-
magnetic to an antiferromagnetic phase at TN ∼ 27.4 K.4

In the antiferromagnetic state, the spins of Cu ions from
neighboring ab-layers are aligned antiparallel.4 Within
an ab-layer, the spins of Cu2 ions are parallel. The
spins of Cu1 ions along the a-axis are aligned parallel,
while those of Cu1 ions along the b-axis form a non-
collinear order. The inter-layer antiferromagnetic order-
ing can be switched to ferromagnetic by an applied mag-
netic field of 0.8 T along the c-axis at 2 K.4 This is con-
firmed by specific-heat measurements in an applied mag-
netic field.6 Strong exchange anisotropy has been found
in Cu3Bi(SeO3)2O2Br with the c-axis as the easy axis
according to the magnetic susceptibility measurements.4

The saturation of magnetization is reached at 0.8 T with
the applied magnetic field along c-axis, while the satu-

ration field is about 7 and 15 T for the field parallel to
b- and a-axis, respectively. Nevertheless, the nature of
the exchange interactions is still unclear, since the ad-
ditional exchange paths via Cu-O-Z -O-Cu (Z = Bi, Se)
could be more important than the nearest-neighbor Cu-
O-Cu paths.7–9

In this work we perform temperature-dependent THz
time-domain transmission measurements and multi-
frequency electron spin resonance transmission experi-
ments on single crystals of Cu3Bi(SeO3)2O2Br. Four
magnetic resonance modes have been resolved from the
spectra. In the ferromagnetic phase above 0.86 T, de-
magnetization and magnetic anisotropy effects have been
considered to model the field dependence of the resonance
modes in terms of ferromagnetic resonance. This model-
ing yields a g-factor of 2.04(8) and a magnetic anisotropic
energy of approximately 0.25 meV.

II. EXPERIMENTAL DETAILS

Single crystals of Cu3Bi(SeO3)2O2Br were grown at
500−550 ◦C by chemical-transport reaction with bromine
as transport agent using polycrystalline material pre-
pared by solid-state reactions from high-purity binary
compounds.4 Time-domain THz transmission measure-
ments were carried out on a 2 × 2 × 0.3 mm3 single
crystal for 3.5 K < T < 300 K using a TPS spectra
3000 spectrometer with f/2 focusing optics (TeraView
Ltd.). Multi-frequency transmission experiments were
performed with an external magnetic field varying up
to 7 T in the Faraday configuration (propagating vec-

tor ~k ‖ H ‖ c-axis) on a 3 × 3 × 1 mm3 single crystal
with backward-wave oscillators covering the frequency
range 300 - 490 GHz and a magneto-optical cryostat (Ox-
ford/Spectromag).

http://arxiv.org/abs/1210.1343v2
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FIG. 1: (Color online) (a) Electric-field transients as a func-
tion of time delay measured at 3.9 K and 295 K with Eω

⊥ c.
The 3.9 K curve is enlarged by a factor of 3 in order to distin-
guish from the 295 K curve. (b) Transmittance as a function
of photon energy at 3.9 K and 295 K.

III. EXPERIMENTAL RESULTS AND

DISCUSSIONS

A. Time-domain THz spectra

Figure 1(a) shows the transient electric field through
the single crystal of Cu3Bi(SeO3)2O2Br as a function
of time delay measured with the radiation electric field
E

ω perpendicular to the c-axis (Eω ⊥ c) at 3.9 K and
295 K. Following the first pulse, one can observe more
pulses with much lower magnitude due to the multiple
interference at the sample surface. The resulting trans-
mission after Fourier transformation of the time-domain
signal is shown in Fig. 1(b). The observed transmission
and phase correspond to a dielectric constant of about
12 at lowest frequencies. The spectrum at 295 K shows
a strong absorption band from 7 to 11 meV, with trans-
mission below the detection limit of the spectrometer.
A periodic modulation on the transmission spectra can
be seen in the whole frequency range due to the mul-
tiple interference effect. This absorption band is as-
cribed to phonons corresponding to the polarization of
E

ω ⊥ c, in agreement with the phonon spectra reported
in the isostructural compound Cu3Bi(SeO3)2O2Cl.

10 In
the spectrum at 3.9 K, the absorption bands are clearly
discriminated from each other. Two absorption bands
are evidently observed at about 7.2 meV (∼ 58 cm−1)
and 10.3 meV (∼ 83 cm−1). These values are slightly
smaller than the eigenfrequencies of 68.3 and 89.0 cm−1,
respectively, where the corresponding phonons are ob-
served in Cu3Bi(SeO3)2O2Cl at 7 K.10 This is consis-
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FIG. 2: (Color online) (a) Absorbance versus frequency mea-
sured at various temperatures below TN for Eω

⊥ c. The
downward arrow marks a resonance mode observed at 19 K.
The upward arrows mark two distinct modes observed at
3.5 K, which are named as mode 1 and mode 2, respectively.
The curves are shifted with respect to the 3.5 K curve by a
constant value for clarity. (b) Dependence of resonance fre-
quencies on temperature, which reach the energies of 1.23 and
1.28 meV at 3.5 K.

tent with the ratio
√
MCBSOC :

√
MCBSOB = 0.97,

where MCBSOC and MCBSOB are the molecular mass
of Cu3Bi(SeO3)2O2Cl and Cu3Bi(SeO3)2O2Br, respec-
tively. There are two other lower-lying phonons observed
at 36.3 and 52.8 cm−1 in Cu3Bi(SeO3)2O2Cl.

10 The cor-
responding phonons cannot be clearly identified in the
transmission spectrum of Cu3Bi(SeO3)2O2Br due to mul-
tiple interference effects.

In the spectrum at 3.9 K in Fig. 1(b), a distinct fea-
ture can be observed at about 1.3 meV. Absorbance
(Ab) is calculated from transmittance (Tr) via the rela-
tion Ab = − log10 Tr. Figure 2(a) shows the absorbance
versus frequency measured at various temperatures. An
asymmetric peak (mode 1, black arrow) can be observed
below 20 K in the antiferromagnetic phase. The peak
shifts to higher frequency with decreasing temperature
and two modes can be identified. At 3.5 K, the two
modes are marked by arrows. The higher-lying mode
1 is sharper than the lower-lying mode 2. Above 15 K,
mode 2 cannot be resolved anymore. The eigenfrequen-
cies of both modes are plotted in Fig. 2(b) as a function
of temperature. Since the modes are observed below the
magnetic ordering temperature, the modes are assigned
to magnetic excitations of the system. The hardening
of the modes with decreasing temperature is reminiscent
of the temperature dependence of a sublattice magneti-
zation, and typical for magnetic resonance modes. The
resonance frequencies of mode 1 and mode 2 at 3.5 K
correspond to the energies of 1.28 and 1.23 meV, respec-
tively.
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B. Frequency-domain THz spectra with applied

magnetic field

Figures 3(a)-(c) show the transmission spectra mea-

sured in a Faraday configuration (~k ‖ H ‖ c-axis) with
various radiation frequencies at 2 K. The magnetic field
µ0H up to 7 T is applied along the c-axis. The ra-
diation electric field E

ω is perpendicular to the c-axis
(Eω ⊥ c). An anomaly can be clearly seen in Fig. 3(a)
and (b) at the magnetic field of µ0Hc = 0.86 T as indi-
cated by the vertical dashed lines. This is consistent with
the reported critical magnetic field of 0.8 T, above which
the inter-layer ordering changes from antiferromagnetic
to ferromagnetic.4

Above Hc, four resonance lines are observed in the
transmission spectra at several frequencies. As marked
by the arrows, one can see the strongest resonance mode
at 5.21 T (mode I), and three other modes at 5.00, 5.40,
and 6.01 T (mode IV, II, and III, respectively) from the
transmission spectrum corresponding to 425 GHz radi-
ation [Fig. 3(c)]. By comparing the spectra of different
frequencies [Fig. 3(a)-(c)], we found that the resonance
peaks shift to lower fields and become broader with de-
creasing frequency. The resonance frequencies versus res-
onance fields are plotted in Fig. 3(d). It clearly shows
that all the four modes shift to higher frequency with
higher magnetic field.
Neutron diffraction experiments have revealed that the

magnetic moments of neighboring ab-layers order ferro-
magnetically along the c axis (easy axis) when H > Hc.

4

Above Hc the total magnetic moment precesses about
the direction of the static magnetic field, and energy
is absorbed strongly from the incident radiation when
its frequency is equal to the precessional frequency.11

For an easy-axis compound, the magnetic anisotropy en-
ergy can be approximated by K1 sin

2 θ, when the quartic
and higher-order terms of sin θ are neglected, K1 is the
anisotropy constant, θ is the angle between the magne-
tization and the c axis (easy-axis). In the ferromagnetic
phase, the resonance frequency depends strongly on the
sample shape due to demagnetization effect. When the
magnetic field H is applied along the easy axis, the de-
pendence of resonance frequency on the magnetic field is
given by11,12

ω =
gµB

h̄

√

(µ0H)2 +Aµ0H +B2, (1)

A ≡ (Nx +Ny − 2Nz)µ0M + 2µ0HA,

B ≡ µ0

√

[(Nx −Nz)M +HA][(Ny −Nz)M +HA],

where the magnetic anisotropy is considered, HA ≡
2K1/µ0µCu is the effective anisotropy field, µCu is the
magnetic moment per Cu ion, g is the Landé factor, µB

is the Bohr magneton, h̄ is the Planck constant, µ0 is the
vacuum permeability, and Nx, Ny, and Nz are the de-
magnetization factors along the a, b, and c axes, respec-
tively. The magnetization M in Eq. (1) is, in general, a
function of magnetic field. Above 0.86 T for H‖c, the

magnetization reaches a saturation value corresponding
to 0.9µB per Cu ion.4 Therefore, we can assume that M
is constant when we fit the data above Hc.

We try to use Eq. (1) to describe the field dependence
of the strongest mode (mode I), which is shown by the
solid squares in Fig. 3(d). The fit to Eq. (1) is illustrated
by the solid line in Fig. 3(d), which is in good agree-
ment with the experimental data. The fit results in a
g-factor of 2.04(8), A = 17.1(21) T, and B = 10.3(4) T.
This g-factor is consistent with typical values for Cu2+

ions.7,9,13 A consistent g-value of 2.16 has been reported
in the isostructural compound Cu3Bi(SeO3)2O2Cl.

10 The
fitted B value corresponds to the zero-field energy of
1.22(5) meV. This is slightly smaller than 1.28 meV,
where the dominant mode is observed in the time-domain
spectra (mode 1 in Fig. 2). For the other three modes
with much smaller intensity (Fig. 3), the corresponding
absorptions cannot be distinguished in the time-domain
spectra.

The demagnetization factors Nx = Ny = 0 and Nz = 1
for an infinitely thin plate were used to estimate the
anisotropy. Analyzing the experimental B value results
in K1 = 0.27(1) meV, while the analysis of A results in
K1 = 0.23(3) meV. Both values are consistent with the
range 0.18 < K1 < 0.39 meV estimated from the magne-
tization measurements via the relation K1 = µ0µCuHs/2
due to the linear dependence of magnetization on mag-
netic field,14 where the saturation field µ0Hs has been de-
termined as 7 T for H‖b and 15 T for H‖a.4 It should be
noted that deviations of the measured specimens’ shapes
from an infinite thin plate are additional sources of un-
certainty for the estimated parameters.

The magnetic resonance modes are intimately depen-
dent on the microscopic magnetic structure, including the
exact spin configuration and exchange interactions. Ac-
cording to the partially solved spin configuration,4 the
spins on different sublattices should have different ex-
change anisotropies. The difference can be small and
results in additional resonance modes with close ener-
gies, as we have observed from the modes I - IV. We note
that the surface anisotropy of a ferromagnetic compound
can also lead to additional resonance modes with small
difference in resonance energies.11

In the isostructural compound Cu3Bi(SeO3)2O2Cl, an-
other magnetic resonance mode was observed at much
higher frequency of about 1 THz ∼ 33cm−1 with the
same alignment of magnetic field, i.e., H ‖ c.10 Besides
being isostructural, Cu3Bi(SeO3)2O2Br has similar mag-
netic properties as Cu3Bi(SeO3)2O2Cl, such as magnetic-
ordering temperature, magnetic anisotropy, and a field-
induced metamagnetic transition.2,4,10 Thus, it is natural
to expect that the resonance mode around 1 THz can be
also observed in Cu3Bi(SeO3)2O2Br, but it is probably
hidden by interference effect and the influence of the low-
lying phonons in this range. Hence, there might be at
least five magnetic resonance modes present in this sys-
tem. All of these modes shift to higher frequencies with
higher magnetic field,10 and five or more sublattices will



4

0 1 2 3 4 0 1 2 3 4 5 3 4 5 6 7

0 1 2 3 4 5 6 7

300

400

0 1 2 3 4 5 6 7

300

400

 

 

Tr
an

sm
is

si
on

 (a
rb

. u
ni

ts
)

325.5 GHz

(a)Hc

I II IIIIV

 

 

 

360 GHz

(b)Hc

IIIIV
I II

 

425 GHz

(c)

III

IVI II

1.2

1.6

2.0

 I
 II
 III
 IV

 

H  || c
E   c

R
es

on
an

ce
 fr

eq
ue

nc
y 

(G
H

z)

Magnetic field (Tesla)

0Hc = 0.86 T

T = 2 K

g = 2.04(8)

(d)

1.2

1.6

2.0

P
ho

to
n 

en
er

gy
 (m

eV
)

1.23 meV

1.28 meV

FIG. 3: (Color online) (a)-(c) Transmission electron spin resonance spectra measured at 2 K with frequencies 325.5, 360,
and 425 GHz, respectively. The external magnetic field H is applied along the c-axis and the radiation electric field Eω is
perpendicular to the c-axis (Faraday configuration). The critical field is marked as µ0Hc = 0.86 T. (d) Resonance frequencies
versus resonance magnetic fields determined from various spectra. The solid line is a fit to Eq. (1) which determines a g-factor
of 2.04(8) (see text). The two zero-field modes from time-domain spectroscopy are shown by open symbols.

have to be considered to describe the complete magnetic
resonance spectra.

IV. CONCLUSION

In summary, the temperature-dependent time-domain
THz spectra of single-crystal Cu3Bi(SeO3)2O2Br have
been measured with the radiation propagation vector
perpendicular to the sample ab-plane. Two magnetic
resonance modes have been resolved below the mag-
netic ordering temperature, where a paramagnetic to an-
tiferromagnetic transition occurs. The two modes are
hardening on decreasing temperature and reach ener-
gies of 1.28 and 1.23 meV at 3.5 K. Multi-frequency
electron spin resonance transmission spectra have been
measured in the Faraday configuration with the mag-
netic field parallel to the sample c-axis. Another two
magnetic resonance modes are observed in these spec-
tra. The dependence of the resonance modes on mag-

netic field are studied at 2 K, which reveals a monotonic
increase of the resonance frequency with increasing mag-
netic fields. The demagnetization effect and exchange
anisotropy have been considered to describe the field de-
pendence of the dominant magnetic resonance mode, re-
sulting in a g-factor of 2.04(8) and a zero-field resonance
frequency of 1.22(5) meV. The magnetic anisotropy is es-
timated to be about 0.25 meV. In addition, a metamag-
netic transition from antiferromagnetic to ferrimagnetic
phase has been confirmed to occur at 0.86 T. These re-
sults are in agreement with those from neutron diffraction
and magnetic susceptibility measurements.
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